UNIVE‘RSAL TUBE AND PLASTIC iNE)USTRIES LTD.
P.O. BOX 16879, JEBELALI FREE ZONE, DUBAI - U.AE.
TEL. :009714-8835966 FAX :009714- 8835675
' MILL'S TEST CERTIFICATE
EN 10204 TYPE 3.1

_UTP PIPES AUSTRALIA . =) - ~ DATEOFISSUE : 10/08/1
' f e e ’mc:ummammm

2 STAC S BANKSTOWN - ﬁt- /[ { f " VESSEL: TAYMA GES36E

NSW.2200, AUSTRALIA ‘ VG gl

MATERIAL - ERW GALVANIZED STEEL PIPES AS PER AS 1074-1989 PLAIN ENDS IN LENGTH OF 6.50 MTR(-0/ +20MM)

Pl # 103782 P O NO: 993-BSP0-4202436882

DIMENSIONS MECHANICAL ANALYSIS CHEMICAL ANALYSIS % (MAX)
SIZE | CATE | QTY. | HEAT WALL |LENGTHI NODT BEND [HYDRO Y5 urs HEL ZINC ZINC COAT
GORY THICKNESS | METER ECT FLAT | TEST MIFAN2 M2 2"G.L c MN s P Sl COAT | UNIFORMITY

MM PCS NO MM TEST G TEST

25 BAGPE | 364 | 383063 3.20 6.50 QK O - 315 424 35 0.13 | 247 | 0006 | 0.007 | 0.011 428 0K

32 MGPE | 244 18208280 3.20 6.50 QK QK - 374 444 39 010 § 076 | 0007 | 0012 | 0.008 436 OK
150 MOPE 60 10274828 500 850 Ok OK, = 356 441 33 010 ¢ 077 | 0011 | 0010 | 0.007 452 QK

UTS : ULTIMATE TENSILE STRENGTH WE HEREBY CERTIFY THAT THE GOODS DESPATHED HAVE BEEN TESTED IN ACCORDANCE
EL : ELOMNGATION WITH ABOVE SPECIFICATION AND FOUND SATISFACTORY.

6L : GAUGELENGTH
_ ECT: EDDY CURRENT TEST
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